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Exciton dynamics reveal aggregates with
intermolecular order at hidden interfaces in
solution-cast organic semiconducting films
Cathy Y. Wong1, Benjamin L. Cotts1, Hao Wu1 & Naomi S. Ginsberg1,2,3,4

Large-scale organic electronics manufacturing requires solution processing. For small-mole-

cule organic semiconductors, solution processing results in crystalline domains with high

charge mobility, but the interfaces between these domains impede charge transport,

degrading device performance. Although understanding these interfaces is essential to

improve device performance, their intermolecular and electronic structure is unknown: they

are smaller than the diffraction limit, are hidden from surface probe techniques, and their

nanoscale heterogeneity is not typically resolved using X-ray methods. Here we use transient

absorption microscopy to isolate a unique signature of a hidden interface in a TIPS-pentacene

thin film, exposing its exciton dynamics and intermolecular structure. Surprisingly, instead of

finding an abrupt grain boundary, we reveal that the interface can be composed of nanoscale

crystallites interleaved by a web of interfaces that compound decreases in charge mobility.

Our novel approach provides critical missing information on interface morphology necessary

to correlate solution-processing methods to optimal device performance.
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S
mall-molecule organic semiconductors are promising
materials for thin film transistors, photovoltaics, displays
and other printed electronics, but their complex film

morphologies strongly impact their functionality1–12. In
polycrystalline organic semiconducting thin films, grain
boundaries are known to be strong inhibitors to charge
transport as both a voltage barrier2,12–16 and a possible location
for trap states12,14–18. While it has been repeatedly shown that
charge mobility is inversely proportional to the number of grain
boundaries between electrical contacts12,16,18,19, there is still no
consensus on the nature of the electronic structure of domain
interfaces20,21, despite it being critical to device performance.

Here we examine a domain interface in a drop-cast thin film of
6,13-bis(triisopropylsilylethynyl) pentacene (TIPS-Pn) (ref. 22), a
material cited for high hole mobility23–26 and singlet fission27–30.
The crystal31 and electronic27,29,30 structure of the domains has
been characterized, but analogous information for the domain
interfaces is unknown. The difficulty in measuring the properties
of these interfaces is twofold: surface probes such as atomic force
microscopy cannot access an interface sandwiched between two
domains, and the spatial resolution of traditional optical and
X-ray diffraction techniques are insufficient to isolate interfacial
signals. Nevertheless, we use a combination of transient
absorption (TA) microscopy, with an optical focal volume
B1,000 times smaller than typical TA focal volumes, and a
judicious selection of light polarization to isolate a signal at the
interface that is not observed in either of the adjacent bulk
domains. The exciton dynamics of this unique interfacial signal
provide insight into its physical structure.

TA microscopy has enabled the visualization of heterogeneity
in the dynamic optical response within inorganic nano-
structures32–36, polymer blends37 and biological systems38,39.
Previously, we used such an approach in thin films of TIPS-Pn
(ref. 29), avoiding bulk averaging that can obscure the exciton
dynamics occurring within individual crystalline domains. We
found that the TA is highly sensitive to light polarization due to the
anisotropy of the TIPS-Pn crystal structure. At the band edge, we
observed a maximally negative excited-state absorption (ESA) TA
signal when our probe light polarization was aligned with the long
axis of the pentacenes. Conversely, we observed a maximally
positive stimulated emission and/or ground state bleaching (GSB)
TA signal when our probe light polarization was aligned with the
short axis of the pentacenes (see Supplementary Note 1). We
observed three dynamic processes, each on a distinct time scale,
and proposed a model in which ultrafast relaxation of a hot excited
singlet state occurred over tens of femtoseconds, an equilibrium
between singlet fission and triplet annihilation occurred on a few-
picosecond time scale, and internal conversion occurred over
hundreds of picoseconds. This characterization of the exciton
dynamics within individual crystalline domains provides a
foundation for analyzing the TA signatures measured at their
interface, which is the focus of this work.

In what follows, we describe our observation of a TA signature
that is specific to the interface between two large crystalline
domains. By analyzing this signature, we determine that the
region between these two domains has a finite, sub-diffraction
extent. A structural model in which a collection of randomly
oriented nanocrystallites are trapped in this region between
domains is consistent with our observations. This kinetically
trapped structure demonstrates an unintended consequence of
solution processing that can begin to be addressed with the
characterization that we provide. Studying the nature of domain
interfaces constitutes a significant contribution towards achieving
a complete picture of the correlation between structure and
function in organic semiconducting films, and the approach that
we demonstrate is applicable to a large variety of small-molecule

materials being explored for high-mobility electronic
applications.

Results
Unique TA signature observed at a domain interface. The
interrogated interface, in addition to portions of the two adjacent
domains, underlies the TA measurement volume indicated with a
red spot in Fig. 1a. TA measurements were also performed at the
blue and green locations within each of the two adjacent bulk
regions to aid in extracting the interfacial contribution to the TA
measured in the red spot. Polarized linear absorption microscopy
measurements40 (Supplementary Fig. 1) indicate that the
interface is likely oriented diagonally relative to the substrate
plane, as shown in the cross-section sketched in Fig. 1b. Analysis

Figure 1 | Spatially resolved TA to uncover dynamics at a TIPS-Pn

domain interface. (a) Wide field polarized transmission image of TIPS-Pn

film with region-of-interest highlighted. Coloured spots mark the location of

transient measurements. The double-headed arrow indicates 0� in the lab

frame. Scale bar, 25 mm. (b) Schematic showing the interaction of the laser

pulses with solely the left-hand domain, the interface and both domains and

solely the right-hand domain at each of the measured spots. Arrows

indicate the extent of the transverse cross-section of the interface (not to

scale). (c) Orientation of the TIPS-Pn molecules in the crystalline domains

represented in blue and green, projected into the substrate plane. Solid

arrows indicate the orientation of the ground to S1 transition dipole

moment; dashed arrows indicate the orientation of the ESA transition dipole

moment.
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of high-numerical-aperture wide-field imaging of the film
(Supplementary Note 2 and Supplementary Fig. 2) indicates
that the lateral extent of the interface is significantly smaller than
the diffraction limit. If this interface were a molecularly abrupt
grain boundary, it would consist of only B1.8� 106 interfacial
molecules out of the B1.8� 109 included in the B2 mm diameter
TA interrogation volume of our 600-nm-thick film
(Supplementary Note 3). As such, by volume, a signal from the
interface would represent only 0.1% of the total signal, while the
remaining 99.9% would be attributed to the bulk crystalline
domains adjacent to the boundary. Though we find that the
interface is not molecularly abrupt, it is still remarkable that we
are able to isolate the sub-diffraction interfacial contribution to
the TA signal measured at the red spot. In addition to our spatial
resolution, this isolation is possible because of the strong probe
polarization dependence of the TA signal of each of the adjacent
crystalline grains (blue and green traces in Fig. 2b).

At the locations indicated by the blue, green and red spots in
Fig. 1a, TA at the TIPS-Pn 700-nm band edge was measured for
probe polarizations from 10� to 170� in 20� steps in the lab frame,
as shown in Fig. 3. 0� in the lab frame is indicated by the double-
headed arrow in Fig. 1a, and the molecular orientations in the
crystalline domains on either side of the interface, projected in the
sample plane, are shown in Fig. 1c, as determined by polarized
linear absorption microscopy (see Supplementary Fig. 1). The
transients measured in the homogeneously crystalline blue and
green spots of Fig. 1a are similar to those presented in our
previous work29. The time constants and amplitudes obtained
from tri-exponential fits (B40 fs, 3 ps and 200 ps, with the
amplitudes being positive, negative and decaying towards zero,
respectively) indicate a similar crystal structure in the two
domains adjacent to the interface. Fit parameters can be found in

Supplementary Tables 1 and 2. The transients in these two
locations exhibit the periodic probe polarization dependences
plotted in blue and green in Fig. 2b because of crystal anisotropy
and a combination of orthogonal and competing resonant
ground- and excited-state transition dipole moments both
accessible to the probe pulse at 700 nm (see Supplementary
Note 1 and ref. 29). The phase of this polarization dependence
differs by B50� between the two domains, owing to their crystal
orientations being rotated relative to one another by B50� in the
substrate plane (Fig. 1c). As a result, the TA signal, DT, is
minimized in both domains around a probe polarization of 150�
(Fig. 2c). We have observed qualitatively similar behaviour in the
TA of other interfaces and adjacent domains in films of TIPS-Pn;
this coincident minimization of DT in both domains due to their
relative orientation lies at the heart of our ability to identify an
interface-specific TA signal. More generally, the occurrence of
similar relative domain orientations throughout other
polycrystalline small-molecule films is a common result of
solution casting (see Supplementary Note 4 and Supplementary
Fig. 3), and the minimization of DT that occurs when the ESA
and GSB contributions overlap spectrally is a common
phenomenon in the electronic structure of the polyacenes and
their derivatives27,29,41–45 and of other small molecules46–48 being
explored for high-mobility functions. We thus expect our
interfacial characterization approach to be applicable to a broad
class of relevant materials in present-day organic electronics, and
this class will continue to expand, as developing new molecules49

and extending domain sizes26,50 are active areas of research.
For most probe polarizations, the majority of the TA signal

collected at the red spot in Fig. 1a originates from the molecules
within the measurement volume that are part of the two large
surrounding grains, shown schematically in Fig. 1b. By contrast,
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Figure 2 | TA signal of domain interface extracted using transients from adjacent grains. (a) Absorption spectrum of TIPS-Pn thin film (black) in

toluene solution (grey) and the laser spectrum used for TA microscopy (red). (b) Dependence of TA signal at 1 ps on incident probe polarization

with line colours corresponding to the spots in Fig. 1a. Light blue dashed line is R0(y,t) and purple line is I0(t). (c) TA signal as a function of probe

polarization in the polarization range where bulk signal is near zero. (d) Transients measured at probe polarizations where bulk signal is near zero, and the

calculated R0(y,t) and I0(t) transients at these polarizations.
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the existence of a unique interfacial signal is clearly observed in
the set of transients presented in Fig. 2d, which were collected in
1� steps in the vicinity of 150�. In all of these plots, the signal
collected from the location at the red spot is negative (dominated
by ESA), while the signals collected within the adjacent grains are
both positive (dominated by stimulated emission or GSB).
Remarkably, it is impossible to construct the signal collected at
the red spot that includes the interface by using a weighted sum of
the blue and green signals collected wholly in each of the adjacent
grains. Thus, the material at the interface must generate some
negative contribution to the total signal that is different from the
signals generated in the bulk of the adjacent grains.

Isolating the TA contribution at a domain interface. To
consider the character of the interfacial exciton dynamics and its
relation to morphology, the measured TA data at the red, blue
and green spots were used to calculate I0(t), the TA signal
generated by the molecules in the interfacial region only,
which is plotted in purple in Fig. 2. To do so, first, a weighted sum
of the blue and green traces at each of the probe polarizations in
Fig. 2d was subtracted from the corresponding red trace
using a range of trial coefficient pairs between 0 and 1. For each
pair of coefficients, the remaining, negative contribution to the
red signal was identified as the potential interfacial contribution,
I0trial(t). Second, for each set of trial coefficients, I0trial(t) and the
corresponding weighted sum of the adjacent bulk domain
contributions were used to reconstruct the entire, time-evolving
TA signal at the red spot at all polarizations between 0–180�
measured in Fig. 2b. This reconstruction, R0(y,t), was
compared with the measured signal R(y,t), as shown in
Supplementary Fig. 4. The coefficients of the weighted sum that
minimize the error of the reconstructed TA signal from the red
spot simultaneously for all data collected between probe polar-
izations of 0 and 180� and at all time delays are 0.06±0.03 (blue)
and 0.38±0.03 (green). Further details are presented in the
Methods. Note, as elaborated in the Methods, that there are
many more constraints than free parameters in this fitting
procedure. Figure 3b and Supplementary Fig. 5 show R(y,t),
the measured TA signals at the red spot for these probe
polarizations (coloured) and the excellent simultaneous
agreement of R0(y,t), the corresponding reconstructed transients
(black) when these optimal coefficients are used. Deviating from
the optimal coefficients introduces far poorer agreement, as
illustrated in Supplementary Fig. 6.

Discussion
The time constants of tri-exponential fits to I0(t), oB(t)4 and
oG(t)4 are presented in Table 1, where oB(t)4 and oG(t)4
represent transients averaged over all collected probe polariza-
tions in each of the adjacent domains (grey lines in Fig. 3), and
shed light on the nature of the interface between grains. Notably,
the transients at the interface (purple in Fig. 2d) have nearly
identical time constants to those observed in the bulk crystalline
domains (blue and green). This suggests that the corresponding
detected excited-state processes, which are highly sensitive to
molecular configuration25,26,51,52, are likely the same at the
interface and in the bulk regions. This indicates that the TIPS-Pn
molecules that contribute to the extracted interfacial signal exist
in a local environment similar to those in the surrounding bulk
crystalline regions. To support bulk exciton dynamics, the local
intermolecular order in the interfacial region must extend over
distances at least greater than several molecules’ extent, implying
also that the interfacial region has a finite width.

As further support of this crystallinity, note that we pump and
probe at the 700 nm band edge of crystalline TIPS-Pn, whereas
the lowest energy absorption peak in amorphous TIPS-Pn thin
films is at 645 nm (ref. 53), which is not resonant with our laser
excitation (Fig. 2a). The red-shift of the band edge in the
polycrystalline film indicates that the solid state exciton is
stabilized by the surrounding TIPS-Pn molecules in an ordered
film and is likely delocalized. Thus, the detection of TA from the
interfacial region using a 700 nm excitation and probe is further
evidence that the molecules in this region maintain a similar
crystal structure to those in the bulk.

Since the correlation length of intermolecular order is too small
to be resolved by traditional characterization techniques, we
consider the possible models that are consistent with our data.
There are three qualitatively different categories of possible
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Figure 3 | Polarization-dependent transients and simultaneous fits. Coloured lines and data points are TA signal collected using different probe

polarizations at the (a) blue spot, (b) red spot and (c) green spot in Fig. 1a. Grey line is average of signal collected at all polarizations. Black lines in a and c

are global fits of the data to a tri-exponential function. Dashed lines in b are fits of the data collected at the red spot to a weighted sum of the data collected

at blue spot and the green spot, plus the extracted interfacial signal.

Table 1 | Fit time constants of I0(t), oB(t)4 and oG(t)4.

Signal s1 (ps) s2 (ps) s3 (ps)

I0 0.048 2.31 207
oB4 0.044 2.22 126
oG4 0.040 3.29 219

I0(t), oB(t)4 and oG(t)4 were fit to a1exp(� t/t1)þ a2exp(� t/t2)þ a3exp(� t/t3)þ c. Fit of
I0(t) is shown in Supplementary Fig. 7b and a full table of fit parameters is given in
Supplementary Table 3.
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interface morphology, each illustrated in Fig. 4, that could be
consistent with the above evidence of crystallinity. If the interface
were composed of a single, narrow crystalline domain (Fig. 4b,
purple), the interfacial signal would have a significant polarization
dependence, requiring additional parameters in our fitting
process. Since we can successfully extract I0(t) without introdu-
cing these additional parameters, it is more likely that many
possible molecular orientations are present in the interfacial
region. The two extremes of intermolecular order that support
multiple molecular orientations are shown in Fig. 4a,c. In Fig. 4c,
the molecular orientation varies slowly yet continuously to bridge
the region between the two larger crystalline domains in blue and
green. The electrostatic interaction between neighbouring mole-
cules in this particular configuration would not be as favourable
as in a proper crystal lattice. This state is both entropically and
enthalpically disfavoured and is unlikely to be kinetically trapped
during solution casting. This motif would thus extend only over
very short distances54,55, such that the interfacial contribution to
the TA would become much smaller than we measure (see
discussion below about the size of I0). It is therefore more likely
that there are multiple nanoscale crystalline domains with
different orientations present in the interfacial region.

A cartoon of this more likely physical structure consistent with
our observations is highlighted in Fig. 4a. We depict the cross-
section of the interfacial region with a mixture of isotropically
oriented nanoscale crystalline regions (purple) surrounded by
more disordered regions and/or voids (grey). Such a structure
could develop during solution casting from the accumulation of
small aggregates between the larger (blue and green) domain
crystallization fronts as the solvent evaporates56. The presence of
regions of additional disorder between these nanoscale grains
would be a response to the presence of high energy interfaces and
kinetic trapping of molecules away from equilibrium
positions54,55,57–59. Since I0(t) exhibits the same dynamics as
the TA signal at the bulk locations, we attribute the unique TA
signal that we have observed at the interface to the trapped purple
nanoscale grains and not to any intervening disordered regions or
molecularly abrupt grain boundaries.

The idea that interfaces between grains in TIPS-Pn may have a
finite width as previously suggested by Wo et al.12, who

concluded that these boundaries must have a width of at least
10 nm to sustain the electric field associated with a measured
voltage drop between grains without inducing molecular
breakdown. Here we consider the relative strength of the I0(t)
signal compared with the bulk domain signals to estimate the
spatial extent of our measured interfacial region. The extracted
interfacial TA signal I0(t) in Fig. 2d is on average B15% of the
magnitude of the polarization-averaged signal strengths oB(t)4
and oG(t)4 from the two adjacent grains in Fig. 3a,c. This is
much larger than would be expected if the interface between the
two grains were a molecularly abrupt boundary. Crystallites
templated on the glass substrate generally maintain an angle of
26� between the S0� S1 transition dipole moment and the normal
to the substrate plane31. By contrast, for a collection of
isotropically oriented nanocrystals, we compute that the pump
excitation field will couple 56% more strongly to the S0� S1

transition dipole moments. Accounting for this orientation factor,
our findings suggest that the interface region could be laterally at
most B200 molecules wide (see Supplementary Note 5). Based
on an average molecular spacing of 7.8 Å in the a–b plane22,31,
this corresponds to a sub-diffraction width of B150 nm. Thus, by
spectrally selecting for aggregates which can sustain bulk excitons,
our spatially resolved TA measurements have enabled us to infer
sub-diffraction structural properties at a hidden interface between
domains. This interface cannot be accessed using surface
techniques such as atomic force microscopy or microbeam
grazing incidence wide-angle X-ray scattering60 and would be
extremely challenging to characterize using scanning
transmission X-ray microscopy, which integrates over the
thickness of the film61–63.

In sum, our measurements show that the interfacial region
between crystal grains in solution-cast films of TIPS-Pn can have
a finite extent in which the molecules maintain a crystal packing
similar to that in the large adjacent bulk regions, yet over length
scales that are smaller than the diffraction limit. The spectral and
temporal properties of the TA signature that we isolate at this
type of interface suggest that it is composed of nanocrystallites
that may have become kinetically trapped during solution casting
between two crystallization fronts.

Our findings indicate that solution-cast films may contain far
more grain boundaries than anticipated when an interfacial region
is composed of a random packing of nanocrystallites. These
discontinuities can strongly affect the transport properties of films
in device applications. Our unique ability to uncover structural
motifs at a hidden interface will therefore significantly advance the
ability to systematically determine the optimal casting conditions
to control intricate morphology and resulting functional properties
in organic electronics. For example, our measurements should lend
predictive power to scalable and affordable solution-processing
approaches to minimize discontinuities and maximize charge
mobility. Further extending these measurements to excite sub-
diffraction optical volumes would enable studies of film morphol-
ogies with higher degrees of disorder, as is the case in polymeric
materials and their heterojunctions.

Methods
Film preparation and characterization. As in ref. 29, filtered (0.2 mm pore size)
5 mg per ml solutions of TIPS-Pn in toluene were dropcast onto clean glass
substrates on top of a hotplate held at B60 �C. After deposition, samples were
covered with a Petri dish to control solvent evaporation rate. For this study, film
deposition was conducted in a glove box using dry toluene. This yielded B600-
nm-thick films with finger-like domains 10–150 mm wide and up to hundreds of
microns long. Samples were removed from the glove box and mounted face down
onto large rectangular coverslips.

TA microscopy. TA microscopy measurements were conducted in a home-built
optical microscope29. Briefly, 5 kHz, 700 nm center-wavelength laser pulses were

Substrate

Figure 4 | Model of structure at domain interface. (a) Sketch of a

structure in which the interfacial region between the larger domains

(represented in blue and green) consists of small, nano-crystalline domains

(purple) consistent with the measured TA data. The grey interstices do not

generate a TA signal at 700 nm and could be voids or amorphous regions.

This structure is hidden beneath the surface of the film and is not accessible

to surface probes. Alternative, though less likely, structures could involve

(b) a single crystalline domain at the interface, or (c) an interstitial region in

which the molecular orientation varies smoothly.
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used to pump the S0-S1 transition of TIPS-Pn (Fig. 3a). The beam was split into
degenerate pump and probe pulses in a 4:1 intensity ratio and focused on the
sample using a 0.4 NA objective to yield full-width half-maximum (FWHM) spot
sizes of B4 mm and pulse durations of B35 fs. This results in an optical volume
which is B1,000 times smaller than in a typical bulk TA experiment where a
100–200 mm FWHM spot is used. Since TA is a non-linear process requiring three
light-matter interactions, the effective measurement volume diameter is B2 mm
(FWHM). Energy fluences of 400 mJ cm� 2 and 100mJ cm� 2 for the pump and
probe were used, which avoids photodamage and exciton annihilation (see
Supplementary Note 6). Probe polarizations were varied by rotating a motorized
waveplate. After passing through the sample, the transmitted beams were collected
using a second, identical objective and the pump beam was removed via spatial
filtering. The probe signal was focused onto a photomultiplier tube. The output
from the photomultiplier tube was coupled to a lock-in amplifier, locked to the
pump chopping frequency (500 Hz), to collect the unnormalized TA signal, DT.
Typically, DT is divided by the linear transmission T to obtain the differential
optical density, independent of incident light intensity. In this study, however, we
analyze DT alone because this differential measurement eliminates time-
independent scatter from the strongly scattering interface, while T does not. To
analyze DT/T would convolve absorption and scatter over the entire measurement
volume that contains the interface and surrounding domains. By rastering the
sample position using a computer controlled Physik Instrumente piezostage, DT
was collected at multiple spatial locations. For each time delay, polarization and
spatial location, the reported signal is the average of 18,750 pulses.

Polarized linear absorption microscopy. By toggling kinematically mounted
mirrors, the optical microscope could be modified to use a white light emitting
diode (Thorlabs MWWHL3) as an illumination source. The light passed through a
700 nm bandpass filter (Thorlabs FB700-10) and a polarizer before reaching the
sample, and the transmitted light was imaged onto a CMOS camera (Thorlabs
DCC1545M). Wide field transmission images of the sample were collected in 5�
polarization increments.

Extraction of interface TA signal. In the following, variables with a prime
indicate calculated values, while those without a prime denote measured TA data.
The data collected near probe polarization y¼ 150� are used to extract the signal
specific to the interface using

I0ðy; tÞ ¼ Rðy; tÞ� c1Bðy; tÞ� c2Gðy; tÞ; ð1Þ

for y¼ 149�–153� where I0 is the signal generated in the interfacial region, and R, B
and G are the signals measured at the red, blue and green spots in Fig. 1a,
respectively. The coefficients c1 and c2 define the weighted sum of the contribution
to the signal in the red spot that comes from the two adjacent grains. I0 trial was
calculated for all possible combinations of c1 and c2 from 0 to 1 (that is, from no to
full relative contribution) in steps of 0.001. For each combination of c1 and c2, the
I0 trial(t) transient functions calculated at each polarization from 149� to 153�
(Supplementary Fig. 7) were averaged together to yield oI04(t), shown in dashed
purple in Fig. 2d, and this averaged function was used to calculate a reconstruction,
R0 , of the TA signal measured at the red spot for the full range of all measured
probe polarizations y¼ 0�–180�,

R0ðy; tÞ ¼ c1 Bðy; tÞþ c2 Gðy; tÞþoI04ðtÞ: ð2Þ

R0 is plotted in dashed cyan in Fig. 2. Here R0 uses the weighted sum defined by c1

and c2. The difference between the reconstructed signal R0 and the measured signal
R was determined for every combination of c1 and c2. The coefficients that yielded
the minimum absolute difference between R and R0, integrated over all measured
probe polarization angles and time delays, were determined to be c1¼ 0.061 and
c2¼ 0.383.

The above procedure involves finding the best fit of a function I0(t) and two
constant coefficients, c1 and c2 to our data set according to equations 1 and 2.
While this involves a total set of free parameters equal to the number of time points
plus the two coefficients, the effective number of constraints applied is equivalent
to the total number of independent equations of the form of equation 2 for each
pair of the variables y and t. In other words, since we use information from a total
of nine different probe polarizations, there are nine times as many constraints as
free parameters in the fitting procedure.
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grain boundaries in polycrystalline naphthalene. J. Phys. Chem. C 117, 15741–
15748 (2013).

22. Anthony, J. E., Brooks, J. S., Eaton, D. L. & Parkin, S. R. Functionalized
pentacene: improved electronic properties from control of solid-state order.
J. Am. Chem. Soc. 123, 9482–9483 (2001).

23. Park, S. K., Jackson, T. N., Anthony, J. E. & Mourey, D. A. High mobility
solution processed 6,13-bis(triisopropyl-silylethynyl) pentacene organic thin
film transistors. Appl. Phys. Lett. 91, 063514–063514–3 (2007).

24. Sakanoue, T. & Sirringhaus, H. Band-like temperature dependence of
mobility in a solution-processed organic semiconductor. Nat. Mater. 9,
736–740 (2010).

25. Giri, G. et al. Tuning charge transport in solution-sheared organic
semiconductors using lattice strain. Nature 480, 504–508 (2011).

26. Diao, Y. et al. Solution coating of large-area organic semiconductor thin films
with aligned single-crystalline domains. Nat. Mater. 12, 665–671 (2013).

27. Ramanan, C., Smeigh, A. L., Anthony, J. E., Marks, T. J. & Wasielewski, M. R.
Competition between singlet fission and charge separation in solution-
processed blend films of 6,13-bis(triisopropylsilylethynyl)pentacene with
sterically encumbered perylene-3,4:9,10-bis(dicarboximide)s. J. Am. Chem. Soc.
134, 386–397 (2012).

28. Walker, B. J., Musser, A. J., Beljonne, D. & Friend, R. H. Singlet exciton fission
in solution. Nat. Chem. 5, 1019–1024 (2013).

29. Wong, C. Y. et al. Revealing exciton dynamics in a small-molecule organic
semiconducting film with subdomain transient absorption microscopy. J. Phys.
Chem. C 117, 22111–22122 (2013).

30. Yost, S. R. et al. A transferable model for singlet-fission kinetics. Nat. Chem. 6,
492–497 (2014).

31. Mannsfeld, S. C. B., Tang, M. L. & Bao, Z. Thin film structure of
triisopropylsilylethynyl-functionalized pentacene and tetraceno[2,3-
b]thiophene from grazing incidence x-ray diffraction. Adv. Mater. 23, 127–131
(2011).

32. Huang, L. et al. Ultrafast transient absorption microscopy studies of carrier
dynamics in epitaxial graphene. Nano Lett. 10, 1308–1313 (2010).

ARTICLE NATURE COMMUNICATIONS | DOI: 10.1038/ncomms6946

6 NATURE COMMUNICATIONS | 6:5946 | DOI: 10.1038/ncomms6946 | www.nature.com/naturecommunications

& 2015 Macmillan Publishers Limited. All rights reserved.

http://www.nature.com/naturecommunications


33. Baida, H. et al. Ultrafast nonlinear optical response of a single gold nanorod
near its surface plasmon resonance. Phys. Rev. Lett. 107, 057402 (2011).

34. Gabriel, M. M. et al. Direct imaging of free carrier and trap carrier motion in
silicon nanowires by spatially separated femtosecond pump–probe microscopy.
Nano Lett. 13, 1336–1340 (2013).

35. Yu, K., Zijlstra, P., Sader, J. E., Xu, Q.-H. & Orrit, M. Damping of acoustic
vibrations of immobilized single gold nanorods in different environments.
Nano Lett. 13, 2710–2716 (2013).

36. Huang, L. & Cheng, J.-X. Nonlinear optical microscopy of single
nanostructures. Annu. Rev. Mater. Res. 43, 213–236 (2013).

37. Grancini, G. et al. Transient absorption imaging of P3HT:PCBM photovoltaic
blend: evidence for interfacial charge transfer state. J. Phys. Chem. Lett. 2,
1099–1105 (2011).

38. Min, W., Freudiger, C. W., Lu, S. & Xie, X. S. Coherent nonlinear optical
imaging: beyond fluorescence microscopy. Annu. Rev. Phys. Chem 62, 507–530
(2011).

39. Matthews, T. E., Piletic, I. R., Selim, M. A., Simpson, M. J. & Warren, W. S.
Pump-probe imaging differentiates melanoma from melanocytic nevi. Sci.
Transl. Med. 3, 71ra15 (2011).

40. James, D. T., Frost, J. M., Wade, J., Nelson, J. & Kim, J.-S. Controlling
microstructure of pentacene derivatives by solution processing: impact of
structural anisotropy on optoelectronic properties. ACS Nano 7, 7983–7991
(2013).

41. Frolov, S. V., Kloc, C., Schön, J. H. & Batlogg, B. Transient spectroscopy of
tetracene single crystals. Chem. Phys. Lett. 334, 65–68 (2001).

42. Marciniak, H. et al. Ultrafast exciton relaxation in microcrystalline pentacene
films. Phys. Rev. Lett. 99, 176402 (2007).

43. Burdett, J. J., Müller, A. M., Gosztola, D. & Bardeen, C. J. Excited state
dynamics in solid and monomeric tetracene: the roles of superradiance and
exciton fission. J. Chem. Phys. 133, 144506 (2010).

44. Burdett, J. J., Gosztola, D. & Bardeen, C. J. The dependence of singlet exciton
relaxation on excitation density and temperature in polycrystalline tetracene
thin films: Kinetic evidence for a dark intermediate state and implications for
singlet fission. J. Chem. Phys. 135, 214508–214508–10 (2011).

45. Wilson, M. W. B., Rao, A., Ehrler, B. & Friend, R. H. Singlet exciton fission in
polycrystalline pentacene: from photophysics toward devices. Acc. Chem. Res.
46, 1330–1338 (2013).

46. Urbasch, G., Hopmeier, M., Giessen, H. & Mahrt, R. F. Femtosecond
differential transmission spectroscopy of a-sexithienyl single crystals at low
temperature. J. Phys. Chem. B 104, 12210–12214 (2000).

47. Frolov, S. V. et al. Excitation dynamics in single molecular crystals of a-
hexathiophene from femtoseconds to milliseconds. Phys. Rev. B 63, 205203
(2001).

48. Eaton, S. W. et al. Singlet exciton fission in polycrystalline thin films of a slip-
stacked perylenediimide. J. Am. Chem. Soc. 135, 14701–14712 (2013).

49. Anthony, J. E. The larger acenes: versatile organic semiconductors. Angew.
Chem. Int. Ed. 47, 452–483 (2008).

50. Headrick, R. L. et al.Growth of macroscopic-area single crystal polyacene thin
films on arbitrary substrates. Preprint at ohttp://arxiv.org/abs/1107.32774
(2011).

51. Troisi, A., Orlandi, G. & Anthony, J. E. Electronic interactions and thermal
disorder in molecular crystals containing cofacial pentacene units. Chem.
Mater. 17, 5024–5031 (2005).

52. Ryno, S. M., Risko, C. & Brédas, J.-L. Impact of molecular packing on electronic
polarization in organic crystals: the case of pentacene vs TIPS-pentacene. J. Am.
Chem. Soc. 136, 6421–6427 (2014).

53. Ostroverkhova, O. et al. Optical and transient photoconductive properties of
pentacene and functionalized pentacene thin films: dependence on film
morphology. J. Appl. Phys. 98, 033701–033701–12 (2005).

54. Verlaak, S., Rolin, C. & Heremans, P. Microscopic description of elementary
growth processes and classification of structural defects in pentacene thin films.
J. Phys. Chem. B 111, 139–150 (2007).

55. Chen, S. & Ma, J. Substituent effects on packing entropy and film morphologies
in the nucleation of functionalized pentacenes on SiO2 substrate: molecular
dynamics simulations. J. Chem. Phys. 137, 074708 (2012).

56. Rabani, E., Reichman, D. R., Geissler, P. L. & Brus, L. E. Drying-mediated self-
assembly of nanoparticles. Nature 426, 271–274 (2003).

57. Xu, J. et al. Probing the interfacial molecular packing in TIPS-pentacene
organic semiconductors by surface enhanced Raman scattering. J. Mater. Chem.
C 2, 2985–2991 (2014).

58. Schlettwein, D., Back, A., Schilling, B., Fritz, T. & Armstrong, N. R. Ultrathin
films of perylenedianhydride and perylenebis(dicarboximide) dyes on (001)
alkali halide surfaces. Chem. Mater. 10, 601–612 (1998).

59. Chung, S., Shin, S.-H., Bertozzi, C. R. & De Yoreo, J. J.. Self-catalyzed growth of
S layers via an amorphous-to-crystalline transition limited by folding kinetics.
Proc. Natl Acad. Sci USA 107, 16536–16541 (2010).

60. Li, R. et al. Direct structural mapping of organic field-effect transistors reveals
bottlenecks to carrier transport. Adv. Mater. 24, 5553–5558 (2012).
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