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ABSTRACT

Inorganic nanotubes were successfully integrated with microfluidic systems to create nanofluidic devices for single DNA molecule sensing.
Inorganic nanotubes are unique in their high aspect ratio and exhibit translocation characteristics in which the DNA is fully stretched. Transient
changes of ionic current indicate DNA translocation events. A transition from current decrease to current enhancement during translocation
was observed on changing the buffer concentration, suggesting interplay between electrostatic charge and geometric blockage effects. These
inorganic nanotube nanofluidic devices represent a new platform for the study of single biomolecule translocation with the potential for
integration into nanofluidic circuits.

The detection of individual biomolecules has been realized
in nanofluidic devices and shows potential applications
ranging from single molecule study of biological activity to
rapid diagnosis of diseases.1 Biological nanochannels/pores,
e.g.,R-hemolysin, were first used over a decade ago to detect
single-stranded polynucleotides and show great promise for
ultrafast DNA sequencing.2-4 Recently, artificial inorganic
nanopores are attracting increasing attention due to the
robustness of solid-state nanopore membranes, the flexibility
of surface modification, and the precise control of nanopore
sizes.5-8 The artificial nanopores have been used to study

analytes ranging from small molecules, single-stranded
polynucleotides, to double-stranded DNAs (dsDNAs). The
molecular translocation can be probed from ionic current
signals. In addition, nanotubule membranes have been used
to sense DNAs with single base mismatch selectivity.9

Inorganic nanotubes, which represent a new class of one-
dimensional nanostuctures, are attracting increasing atten-
tion.10 Inspired by nanopore technology, we use chemically
synthesized inorganic nanotubes as the core elements and
integrate them with microfluidic systems for single-molecule
sensing. Compared with traditional nanopore devices, these
nanotube devices feature three distinct differences. First,
these nanotubes (∼10 µm long) have very high aspect ratio
such that they can confine the entire biomolecule, which is
likely to result in new translocation characteristics. Second,
our devices have a planar layout, which could enable
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simultaneous optical and electrical probing. Third, the current
device geometry is compatible and amenable to integration
with lab-on-a-chip micro-total-analysis systems (µTASs), and
microelectronics. Moreover, the advance of self-assembly
techniques, such as Langmuir-Blodgett assembly,11 provides
convenient routes for fabricating large-scale arrays of nano-
fluidic devices for parallel processing.

Figure 1A is the schematic of a nanotube nanofluidic
device that features a single inorganic nanotube bridging two
microfluidic channels. Uniform silicon nanowires synthesized
by SiCl4 chemical vapor deposition were translated into silica
nanotubes through an oxidation/etching process with con-
trolled wall thickness and pore size down to 10 nm as shown
in Figure 1B.12 Nanotubes used in the present study had an
inner diameter of typically 50 nm. A fully packaged
nanofluidic device with microfluidic channels and inlet/outlet
ports is shown in Figure 1C. A scanning electron micrograph
(Figure 1D) further shows the integration of a single nanotube
with microfluidic channels. The cross-sectional view (inset)
clearly shows the opening of the nanotube embedded between
two silicon dioxide layers.

In our experiment, both microfluidic channels were filled
with 2 M potassium chloride (KCl) buffer solution,13 and
ionic current was recorded with an applied voltage bias
(Figure 2A). No transient current change was observed
although the baseline shifted slightly over time. When
λ-DNA molecules in 2 M KCl buffer were introduced into
the negatively biased microchannel while the other micro-
channel was filled only with buffer, the ionic current
exhibited frequent drops in current corresponding to the
passage ofλ-DNAs through the nanotube (Figure 2B). These
current drop events may be attributed to the geometrical

exclusion effect of conducting ions because of the finite size
of λ-DNA, leading to transient ionic current blockage.
Although, the noise level is relatively high, these ionic current
drops can still be resolved and were highly reproducible.
Statistics of current drop and duration are shown in Figure
1C. The typical current change was 10-40 pA; the typical
duration was 4-10 ms with a small fraction of events up to
20 ms. The overall distribution was quite narrow and centered
around 23 pA and 7.5 ms, suggesting that most of the events
were identical, corresponding to single molecule transloca-
tion. Furthermore, once the polarity of the applied bias was
reversed, no signal peaks were observed which reveals the
DNA translocation was electrophoretically driven. For
electrically charged particles in aqueous solution, the elec-
trophoretic mobility is approximatelyµEP ) q/6πηr (q the
charge of particles,η the viscosity,r the particle size). This
relationship applies to spherical particles and is a rough
approximation. Since the persistence length of double-
stranded DNA is about 50 nm (ref 14), it is likely that the
DNA molecules are fully stretched in the nanotube with a
diameter of 50 nm. The particle sizer can be approximated
by the end-to-end distance of the stretched DNA molecule.
The end-to-end distanceLz, estimated using the de Gennes
dynamics model,15 is about 5.8µm. Experimental study of
stretchingλ-DNA in nanochannels gave an averageLz about
8 µm (ref 16). This means that the entireλ-DNA molecule
could stay inside the nanotube during translocation. The
electrophoretic mobility ofλ-DNA in the nanotube is
calculated to be∼1 × 10-8 m2/(V s) and the resulting DNA
transport velocity is∼2 µm/ms under bias of 1 V. Conse-
quently, the predicted translocation duration is 2.5 ms, which
is in agreement with the shortest limit of observed events.

Figure 1. Inorganic nanotube nanofluidic devices. (A) Schematic of device structure features a single nanotube bridging two microfluidic
channels to form a nanofluidic system. (B) Representative transmission electron micrograph of the chemically synthesized silica nanotube.
Scale bar represents 100 nm. Typical nanotubes in the experiments are∼50 nm in inner diameter. (C) A fully packaged nanofluidic device.
(D) Scanning electron micrograph of the nanofluidic device before cover bonding. Scale bar represents 10µm. Inset shows cross-section
view of the nanotube embedded between two silicon dioxide layers. Scale bar represents 100 nm.
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Due to the interactions of biomolecules with the surface
electric double layer, it is reasonable to expect a longer trans-
location time. Moreover, electroosmotic flow could add an
opposite force to slow the translocation of DNA molecules.

Interestingly, when the same experiment was conducted
using lower concentrations of KCl (0.5 M) buffer solution,
a distinctly different phenomenon was observed. Instead of
current decrease, frequent current increases were observed

corresponding to the passage ofλ-DNA molecules (Figure
3B). The control experiment exhibited some baseline shifts,
although no abrupt current changes were observed (Figure
3A). The translocation characteristics were different com-
pared with the 2 M KCl casesstatistics of current change
and duration time showed a much broader distribution. This
is the first observation of ionic current crossover, i.e., a
transition from current blockage to current enhancement
during DNA translocation through nanotubes as a result of
their unique dimensions. Ionic current increase during DNA
translocation through 50-60 nm long nanotubes was previ-
ously observed by Chang et al.17 The current enhancement

Figure 2. Ionic current signals forλ-DNA translocations with 2
M KCl buffer. (A) Control experiment with 2 M KCl buffer
solutions in both microchannels. (B) Typical ionic current signal
recorded when aλ-DNA (∼30 µg/mL) test solution (prepared with
2 M KCl buffer) was loaded to the negatively biased (0.4 V)
microchannel, showing extensive current drop spikes. Current drop
signals were not observed when the bias polarity was reversed. (C)
Statistics of current drop and duration time for three measurements.
The main plot shows the pattern of all events, with a tight
distribution indicating single molecule translocation scheme. The
top and right insets are the event frequency as a function of duration
time and current drop, respectively.

Figure 3. Ionic current signals forλ-DNA translocations with 0.5
M KCl buffer. (A) Control experiment with 0.5 M KCl buffer
solutions in both microchannels. (B) Typical ionic current signal
recorded when aλ-DNA (∼6 µg/mL) test solution (prepared with
0.5 M KCl buffer) was loaded to the negatively biased (1 V)
microchannel. Unexpectedly, extensive current increase spikes were
observed rather than current drops. This was not observed when
the bias polarity was reversed. (C) Statistics of current drop and
duration time for four measurements. The main plot shows the
pattern of all events showing a relatively broader distribution. The
top and right insets are the event frequency as a function of duration
time and current drop, respectively.
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was attributed to the introduction of counterions in the
nanotube due to the charge on DNA molecules dominating
over the steric blockage effect observed in other studies. Our
experiments confirm their observations and further elucidate
that there is a crossover from current enhancement to current
blockage that depends on ionic concentration.

When DNA molecules enter the nanotube, the number of
cations and anions in the nanotubes would decrease due to
the volume exclusion effect. At the same time, DNA
molecules also carry counterions (cations) into the nanotube,
which may transiently increase the cation concentration. Here
we build on the arguments presented by Chang et al.,17 and
develop a simple model. Assuming that Manning condensa-
tion18 of counterions neutralizes a fraction (1- φ) of the
negative phosphate groups of DNA leaving fractionφ for
mobile counterions to interact with, the change∆n in the
mobile counterion density inside the nanotube is

whereb is the number of base pairs (48500 forλ-DNA), Vnt

is the volume of the nanotube,Vmol is the volume occupied
by the DNA molecule,n+ andn- are the cation and anion
densities, respectively, within the nanotube in the absence
of DNA, andNA is the Avogadro’s number. The first term
(∆nCHARGE) corresponds to the increase in mobile counterion
concentration due to the presence of DNA (i.e., the molecular
gating effect), whereas the second term (∆nBLOCK) is the steric
exclusion of both cations and anions. We note here that the
expression for∆nCHARGE is only approximately given by eq
1. In our experiments, KCl was used as the electrolyte. The
ionic mobilities for K+ and Cl- areµK+ ∼ 7.62× 10-8 m2/
(V s) andµCl- ∼ 7.91× 10-8 m2/(V s), respectively. So the
current change during DNA molecule translocation is

whereA is the cross sectional area of the nanotube,E is the
magnitude of the electric field across the nanotube, and
∆ICHARGE and ∆IBLOCK denote the current changes corre-
sponding to the charge effect and the steric blockade effect,
respectively.19

Equations 1 and 2 suggest that there exists a critical ion
concentration,ncr, such that∆I > 0 when ∆ICHARGE >
∆IBLOCK and∆I < 0 when∆ICHARGE < ∆IBLOCK as illustrated
in Figure 4. The critical total ion concentration is given as

and the critical KCl concentration isCcr ) ncr/2. Note that
for a linear molecule such as DNA,Vmol ) πr2pb, wherer
is the radius of the double helix andp is the length per base
pair ()0.34 nm). For dsDNA molecules,φ ranges from 0.17
to 0.5 based on previous reports and simulation.20,21 Here it
is assumed thatφ ) 0.5 for Manning condensation, andr )

1 nm. Therefore, the critical KCl concentration is estimated
asncr ∼ 0.79 M.

This simple scheme indicates there is an ionic current
crossover (from current blockade to current enhancement)
for DNA translocation through a nanotube as the KCl
concentration is decreased below the critical concentration
(∼0.79 M). This has been indeed observed in our experi-
ments. Equation 2 predicts a net current blockade of 20 pA
for 2 M KCl, which again agrees very well with the
experimental data (∼20-30 pA). The predicted current
increase for 0.5 M KCl is 6 pA, which corresponds to the
lowest limit in our observation. Our model assumes that
during translocation, the ionic environment of the DNA
molecule corresponds to the bulk electrolyte composition.
The Debye length (<1 nm) under experimental conditions
is much smaller than the nanotube diameter (∼50 nm) and
DNA is not expected to adsorb on the negatively charged
oxide nanotube walls. Under these conditions our assumption
is valid and the oxide charge would not significantly affect
our results, which is corroborated by the agreement between
the observed critical concentration and that predicted by eq
3. While this scheme qualitatively explains our experimental
observation, we would like to point out that this is perhaps
an oversimplified account of the highly complex DNA
transport process within nanotubes filled with electrolytes.

∆n ) ∆nCHARGE + ∆nBLOCK ) 2φb
NAVnt

-
Vmol(n+ + n-)

Vnt
(1)

∆I ) ∆ICHARGE - ∆IBLOCK )

{∆nCHARGEµK+ - (∆nBLOCK

2 )[µK+ + µCl-]}eNAAE (2)

ncr ) 4φb
VmolNA

( µK+

µK+ + µCl-
) (3)

Figure 4. (A) Schematic illustration of ionic distribution of
counterions and co-ions in an inorganic nanotube when DNA
molecule is confined inside. (B) Schematic illustration showing the
interplay of charge effect and blockade effect.
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Our inorganic nanotube nanofluidic device extends the
single molecule transport events greatly in time scale
compared to the nanopore devices. In addition, the duration,
the current change, the current decay characteristics measured
at different ionic concentrations, and bias could provide
useful information on biomolecules within a confined
geometry. Therefore, these nanotube devices represent a new
platform for studying single molecule behavior. We are
working on an experimental setup for simultaneous optical
and electrical probing that would provide independent
evidence of DNA translocation through the nanotubes and
potentially yield new insights into these translocation events.
Due to their planar design and compatibility with standard
microfabrication technology, this basic module of inorganic
nanotube nanofluidics could be further integrated into
nanofluidic circuits for high throughput and parallel analysis
of biological species at the single molecule level.
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